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CERTIFICATE OF TESTING RESULT

Serial No. of Issue - KFIT-104

Name of Applicant © KIM CHUN CHA [R&L CO., LTD]

Address of Applicant ; (Soha—dqilg, 11Floor, Ace Kwang Myung Tower) 108, Haan-ro, Gwangmyung-si,
Gyeonggi-do, Korea

Date of Receipt 1,27, 2014

Name of Test Sample : AMETHYST(BIOMAT 7000MX)
TEST RESULTS

TEST ITEM THERMO
SAMPLE GRAPHY
AMETHYST(BIOMAT 7000MX) Picture

1) Test Method : KFIA-FI-1006

2) The above experiments were conducted using thermography
at the conditions of temperature 19C and humidity 37%.
Infrared emission powers radiated from specimens were measured
and results were shown image and temperature profile.

3) Refer to the Enclosed

4) Usage : Quality control

¥ This certificate of testing result shall be used within the purpose of its defined usage.

1 29 2014

month

C@p'}/ Signed ﬁ;rmj 7 J

The director of Korea Institute of
Far Infrared Applied Estimation

%




KIFA

R B0, 90 85.0¢  Lan0.0¢

™
o
o

(
F
(
P
23

< Picture. AMETHYST(BIOMAT 7000MX) >




